EMS PROTO

Rapid Prototyping & Electronics Manufacturing Services

STACK-UP STANDARD

Stack-Up 4 couches / 4 Layers

“izuzlisaton des couches de votre cincuit Couches Ep. Min. Ep. Target ‘otre sélection Diglactriqua
‘ermnis TOP 18 pm 20 pm ‘otra sélection : Vern's vert 4
Cu-L1 (TOP) 32 um Bem  ([35pm v+ |
\\ PP -1 113 pm 130pm || 130 pm (2116 ¥ |- '| 4"‘E'| N | N | N |
Cu-L2 18 pm 17.5 pm 17.5 pm v|

Core -1 1048 pm 1165 pm 1165 pm v 474
Cu-L3 18 pm 17.5 pm 175pm ¥

PR-2 13 pm 130pm | 130 pm (2116 ¥ |- v 4.45| - | - | - |
/ Cu - L4 (BOT) 32 ym 3Bpm || 35 um v|+
‘Vemis BOT 18 pm 20 pm ‘otra sélection : Vern's vert 4
Epaiszeur totale 1570 pm Tolérance +-10% (min 1413 pm .. max 1727 pm)

Stack-Up 6 couches / 6 Layers

Wizuzlisation des couches de votre cincuit Couches Ep. Min. Ep. Target ‘Wotre sélection Digactrique
‘ernis TOP 18 pm 20 pm Vioire sélection : Vernis vert 4
Cu-L1 (TOP) 32 um wem  [35pm v+ |
] PP -1 113 pm 130pm || 130 um (2116 ¥ | - v ‘”5| - | - | - |
Cu-L2 18 pm 17.5 pm 17.5 pm v|
g

Core - 1 450 pm 500 pm 500 pm L 472
Cu-L3 18 pm 17.5 pm 17.5pm ¥

PR-2 160 pm 195 pm | 195 pm (7628 ¥ |- v 4.74| - | - | - |
Cu-L4 18 pm 17.5 pm 17.5 pm v|
’F'____,A-' Core - 2 450 pm 500 pm 500 pm v 472
Cu-L5 18 pm 17.5pm -nrsuT‘
// PP-3 113 pm 130pm || 130 pm (2116 ¥ |- v 4'4E'| N | N | N |
Cu - L6 (B0T) 22 pm 3Bpm | 35 pm v|+
‘Vemis BOT 18 pm 20 pm Vioire sélection : Vernis vert 4
Epaisseur totals 1835 pm Tolérance +/-10% (min 1471.5 pm .. max 1788.5 pm)
Stack-Up 8 couches / 8 Layers
Wizuzlisation des couches de votre circuit Couches Ep. Min. Ep. Target Vatre sélection Diglactrique
Wemis TOF 18 pm 20pm Vioire sélaction : Vernis vert 4
Cu-L1 (TOP) 32 pm Epm  [3pm V| |
PR -1 63 pm 80pm 20 pm (1080) Y |- "| 42'| - | - | N |

Cu-L2 18 pm 17.5pm 17.5 pm v|

270 pm 300 pm 200 pm L 477
Cu-L3 18 pm 17.5pm 17.5pm ¥

17/

PRz 125 pm 160um || 160 pm (1508 ¥ |- v ar| - - -]

Cu-L4 16 pm 17.5pm 17.5 pm "|

Core-2 270 pm 300 pm 200 pm v 477
Cu-L5 18 pm 17.5pm 17.5um ¥

PP-3 125 pm 180um || 160 pm (1506 7 |- v 4'7| - | ) | . |

Cu-L8 18 um 1TEum | 175um ¥

Core -3 270 pm 300 pm 200 pm L 477
Cu-L7 18 pm 175 pm 17.5um ¥

RN

PP-4 63 pm B0pm 20 pm (1080) ¥ |- L 421| - | - | - |
Cu -L8 (BOT) 32 pm 3/pm || 35 pm v|+
‘Vemnis BOT 18 pm 20 pm ‘Wotre sélection : Vernis vert 4

Epaisseur totale 1585 pm Tolérance +-10% (min 1435.5 pm .. max 1754.5 pm)




